PROCESS CHART PRE - KILN

RAW MATERIALS QUARTZ FELDSPAR BALL
ALUMINA CLAY
(GROUND TO |
SPECIFICATION) BLUNGE

CHINA
CLAY

BLUNGE

MIX BY VOLUME 4
T CONTROLLED
DENSITY

SCREEN - 160 MESH

MAGNETIC SEPARATION

FILTER PRESS

VACUUM EXTRUDE

CONDITION FORMS
(ELECTRIC AND AIR
DRIED)

TURN AND FINISH

HUMIDITY DRY AND
AIR DRY
FINISHED INSULATORS

CABINET DRY ( 90°C )

GLAZE

FIRE ( KILN )
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PROCESS CHART - POST KILN
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